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In this paper the fatigue crack propagation in weld metal, deposited with submerged arc welding on carbon-manganese steel is investigated. Five combinations flux-wire were studied, with fatigue samples subjected to cyclic loading. Experimental and theoretical results were compared using Paris equation, and was also possible to identify the best combination regarding fatigue crack propagation.
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